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Table 2 
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Table 2 Standard property of steel wires 

 

Class 
Tensile 

strength a) 
(N/mm2) 

0.2% 
offset 
proof 

strength b) 
(N/mm2) 

Elongation 
after 

breakage 
(%) 

Modulus 
of 

Elasticity  
(GPa) 

Number 
of 

torsions 

Ductility 
wrapping 

Mass of 
coating 
(g/m2) 

Adhesion 
of 

coating 

ST1570 
1 570 ≤     

< 1 770  
1 180 c) 

4.0 ≤  200±10 14 ≤ 
No 

fracture 
300 ≤  

No 
cracks 

nor 
peeling-
off by 

rubbing 
with 

fingers 

ST1670 
1 670 ≤  
< 1 870 1 250 

ST1770 
1 770 ≤ 
< 1 970 1 330 d) 

ST1860 
1 860 ≤ 
< 2 060 1 400 

ST1960 
1 960 ≤ 
< 2 160 1 470 
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